EXCHANGER

STEEL PLATE INVENTORY €°E3 EDMONTON

The following steel varieties are available in full sheets, or can be cut to customer size requirements:

CARBON STEEL CHROMIUM MOLYBDENUM STEEL STAINLESS STEEL
We stock one of the largest inventories of pressure We carry an extensive inventory of three grades of We carry an extensive inventory of (4) grades of
vessel quality SA516-70 normalized in the world, chrome moly steel (normalized and tempered): stainless steel:
ranging from %” (6.35 mm) to 12” (304.8 mm) thick.
SA 516-60, SA 537 CL1 and A572-50 (all normalized) SA 387 GR. 11 CL.2 (1% Chrome, % Moly) SA240-304 SA240-304L
are also available.
SA 387 GR. 22 CL.2 (2% Chrome, 1 Moly) SA240-316 SA240-316L
Our extensive inventory includes plate that meets SA 387 GR. 5 CL.2 (5 Chrome, %5 Moly)

the most stringent specifications, including vacuum
degassed, sulphide shape control, very low sulphur
content and other extreme chemical restrictions.
Chrome Moly Stainless Steel
Testing to various specifications can be performed SA387 Gr. 11 CL.2

upon request.
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Most lengths are 36’-0” (10,973 mm) long.




